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Approval testing of welders - Fusion welding - Part 3: Copper
and copper alloys (ISO 9606-3:1999)

Epreuve de qualification des soudeurs - Soudage par Prifung von Schweil3ern - Schmelzschweil3en - Teil 3:
fusion - Partie 3: Cuivre et ses alliages (ISO 9606-3:1999) Kupfer und Kupferlegierungen (ISO 9606-3:1999)
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Foreword

The text of EN ISO 9606-3:1999 has been prepared by Technical Committee CEN/TC 121 "Welding", the
secretariat of which is held by DS, in collaboration with Technical Committee ISO/TC 44 "Welding and allied
processes".

This European Standard shall be given the status of a national standard, either by publication of an identical text
or by endorsement, at the latest by October 1999, and conflicting national standards shall be withdrawn at the
latest by October 1999.

This European Standard has been prepared under a mandate given to CEN by the European Commission and
the European Free Trade Association, and supports essential requirements of EU Directive(s).

For relationship with EU Directive(s), see informative Annex ZB, which is an integral part of this standard.

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following
countries are bound to implement this European Standard: Austria, Belgium, Czech Republic, Denmark, Finland,
France, Germany, Greece, Iceland, Ireland, Italy, Luxembourg, Netherlands, Norway, Portugal, Spain, Sweden,
Switzerland and the United Kingdom.



