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European foreword 

This document (EN 74-1:2022) has been prepared by Technical Committee CEN/TC 53 “Temporary 
works equipment”, the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by September 2022, and conflicting national standards shall 
be withdrawn at the latest by September 2022. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 74-1:2005. 

Compared to EN 74-1:2005, the following changes have been made: 

1) reference tubes with the specified yield strengths are not procurable, therefore, these requirements 
are changed; 

2) new test conditions are specified; 

3) the requirements for the bending moment of sleeve couplers are changed; 

4) in addition, editorial changes are made. 

Any feedback and questions on this document should be directed to the users’ national standards body. 
A complete listing of these bodies can be found on the CEN website. 

According to the CEN-CENELEC Internal Regulations, the national standards organisations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, 
Cyprus, Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, 
Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Republic of North 
Macedonia, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United 
Kingdom. 
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Introduction 

This is the first of three parts of a standard for couplers. 

This first part, EN 74-1, covers common types of friction couplers. 

The second part, EN 74-2, deals with other less common types of couplers. 

The third part, EN 74-3, deals with plain base plates and loose spigot pins. 

This document defines a set of steel and aluminium reference tubes for the required tests. 

This document is not intended to prevent the development of other types of couplers. For example, 
couplers can be manufactured in aluminium alloys or other materials or be designed for use with steel or 
aluminium tubes other than the normally used 48,3 mm nominal outside diameter. Whilst such couplers 
cannot comply with this document, it is recommended that the principles of this document are considered 
in their design and assessment. 

The couplers in this document are intended for use in scaffolds and falsework for connecting 48,3 mm 
outside diameter steel and aluminium tubes which fulfil in other respects (e.g. material grade, thickness 
and tolerances) the requirements given in EN 12811-1, EN 12811-2 and EN 12810-1. 
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